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We report the synthesis, crystal structure and characterization by means of single

crystal x-ray diffraction, neutron powder diffraction, magnetic, thermal and trans-

port measurements of the new heavy fermion compounds Ce2MAl7Ge4 (M = Co,

Ir, Ni, Pd). These compounds crystallize in a noncentrosymmetic tetragonal space

group P4̄21m, consisting of layers of square nets of Ce atoms separated by Ge-Al and

M-Al-Ge blocks. Ce2CoAl7Ge4, Ce2IrAl7Ge4 and Ce2NiAl7Ge4 order magnetically

behavior below TM = 1.8, 1.6, and 0.8 K, respectively. There is no evidence of mag-

netic ordering in Ce2PdAl7Ge4 down to 0.4 K. The small amount of entropy released

in the magnetic state of Ce2MAl7Ge4 (M = Co, Ir, Ni) and the reduced specific heat

jump at TM suggest a strong Kondo interaction in these materials. Ce2PdAl7Ge4

shows non-Fermi liquid behavior, possibly due to the presence of a nearby quantum

critical point.

PACS numbers: 75.30.m, 74.62.Fj, 73.43.Nq
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I. INTRODUCTION

In heavy fermion materials, hybridization between f-electron and conduction electron

states gives rise to a large specific heat coefficient C/T = γ, often 100-1000 times that

of ordinary metals (e.g., Cu).1,2 The ground state is determined by a balance of competing

Kondo and RKKY interactions, which are both described by an exchange interaction |J | that

characterizes the hybridization strength between f-electron/conduction-electron states, as

proposed by Doniach.3 When |J | is small, the RKKY interaction dominates, and the system

orders magnetically, but for large |J |, the material behaves as a heavy Fermi liquid: γ ∼

const., magnetic susceptibility χ ∼ const. and electrical resistivity ρ ∼ T 2. When the RKKY

and Kondo interactions become comparable, the magnetic phase transition is suppressed to

zero temperature at a quantum critical point (QCP).4–6 Here, quantum fluctuations give rise

to non-Fermi liquid (NFL) behavior in the physical properties, e.g., C/T ∼ −ln(T ) or∼ T−n,

χ ∼ ln(T ) or ∼ T−n, and ρ ∼ T n (n < 2), depending on the nature of the fluctuations.

A dome of unconventional superconductivity often occurs in the vicinity of the quantum

critical point, where the quantum fluctuations are strongest and presumably mediate the

superconductivity.4,7 To explore the interplay of superconductivity and magnetism near a

QCP, attention has focused on several families of tetragonal Ce-based compounds. For

example, superconductivity is observed near an antiferromagnetic quantum critical point in

CeM2X2 (M = transition metal; X=Si, Ge),8 the CemMnIn3m+2n family,9 (M = transition

metal, m and n are the number of the CeIn3 and MIn2 building blocks, respectively), and

non-centrosymmetric CePt3Si and CeMX3 (M= transition metal; X=Si, Ge) compounds.10

The local crystal-chemical environment influences the magnetic behavior of heavy fermion

materials.11 When a rare earth ion, like Ce, is placed within a particular crystal-chemical

environment, the interactions with the surrounding ligands (e.g., crystalline electric field

(CEF), hybridization) modify the free-ion 4f electron wavefunction and its electronic and

magnetic properties. Conventional density functional theory (DFT) calculations, unfortu-

nately, are unable to capture sufficiently the complexity of these interactions with the detail

that is needed to predict the outcome of these interactions.12,13 To our knowledge, theory

has not anticipated any material to exhibit heavy fermion properties. Instead, progress in

understanding the interplay between crystal structure and chemistry and in the discovery

of interesting new heavy fermion states has come from an iterative process of materials
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discovery, characterization and theory/modeling. The materials mentioned above are good

examples of this paradigm and have been particularly instructive because they each comprise

a family in which interactions can be tuned systematically by the crystal-chemical environ-

ment of the Ce’s 4f electron. Only after these materials were discovered did experimental

and theoretical study show how interesting they were. A crystal-chemical lesson from them

is that a fruitful direction to look for similarly interesting behaviors is to explore for new

Ce-containing materials with symmetry lower than cubic and containing a transition metal

as well as an element from IIIB or IVB columns in the periodic table. This lesson is born

out in a more recent example of the quasi-two dimensional CeMAl4Si2 family (M=Rh, Ir,

Pt) in which nominally isoelectronic Rh and Ir members are moderately heavy fermion an-

tiferromagnets and nominally electron-doped M=Pt is ferromagnetic.14–16 In the course of

exploring the possible consequences of expanding the crystal lattice of this family by replac-

ing Si with larger Ge, we discovered a new family of quasi-two dimensional Ce2MAl7Ge4

(M=Co, Ir, Ni. Pd) compounds that, as we discuss, are interesting in their own right.

Herein, we report the synthesis and physical characterization of single crystals of this new

family of compounds by means of x-ray diffraction, magnetization, electrical resistivity, and

specific heat. Unlike the CeMAl4Si2 materials, these Ce2MAl7Ge4 compounds crystallize

in a noncentrosymmetic tetragonal space group P4̄21m. This crystal-chemical environment

leads to magnetic order below TM=1.8, 1.6, and 0.8 K, in Ce2CoAl7Ge4, Ce2IrAl7Ge4 and

Ce2NiAl7Ge4, respectively. A large 4f contribution to the specific heat and the reduced en-

tropy below TM [∼ 0.2-0.3 Rln(2), where R is the gas constant] suggest a significant Kondo

interaction in these three materials; the comparable Kondo and RKKY energy scales in-

dicate that the Ce2MAl7Ge4 compounds are close to the magnetic/nonmagnetic boundary

in the Doniach diagram.3 Ce2PdAl7Ge4 does not order magnetically and shows non-Fermi

liquid behavior down to 0.4 K with the Sommerfeld coefficient reaching γ ∼ 1 J/mol-Ce K2.

There is no detectable superconductivity in the Ce2MAl7Ge4 materials above 0.4 K.

II. EXPERIMENTAL DETAILS

Single crystals of Ce2MAl7Ge4 (M = Co, Ir, Ni, Pd) were grown from an Al/Ge flux.

First, CeMGe3 was prepared by arc-melting the stoichiometric composition on a water-

cooled copper hearth under an argon atmosphere with a Zr getter. The arc-melted CeMGe3
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was mixed with Al88Ge12 in a ratio of 1:8 by weight and loaded into a 5-ml crucible. The

crucible was sealed in a quartz ampoule under vacuum. The sealed ampoule was heated to

1100◦C in 6 hours, homogenized at 1100◦C for 24 hours and then slowly cooled to 700◦C

at the rate of 4◦C/hour. Once the furnace reached 700◦C, the excess flux was decanted

from the crystals using a centrifuge. Plate-like crystals were obtained in all cases. Crystals

as large as 8×6×0.3 mm were obtained (Fig. 1d). Isostructural La2MAl7Ge4 analogs were

prepared by a similar method.

The crystal structure of the Ce2MAl7Ge4 compounds was determined by single crystal x-

ray diffraction at room temperature. Large single crystals were isolated and broken into small

fragments, which were then mounted on Mitogen loops with Immersion oil, and optically

aligned on a Bruker D8 Quest X-ray diffractometer using a digital camera. Initial intensity

measurements were performed using an IµS X-ray source (MoKα, λ = 0.71073 Å) with high-

brilliance and high-performance focusing multilayered optics. Standard APEXII software

was used for determination of the unit cells and data collection control. The intensities of

reflections of a sphere were collected by a combination of multiple sets of exposures (frames).

Each set had a different ϕ angle for the crystal and each exposure covered a range of 0.5◦

in ω. A total of 1464 frames were collected with an exposure time per frame of 5 to 10

seconds, depending on the sample. SAINT software was used for data integration including

Lorentz and polarization corrections. The large size of the crystals necessitated breaking

the crystals and using small fragments as described above, which precludes a face-indexed

numerical absorption correction.

Neutron powder diffraction experiments were carried out on Ce2CoAl7Ge4 and Ce2NiAl7Ge4

using the high resolution powder diffractometer BT-1 at the NIST Center for Neutron

Research.17 A neutron wavelength of 2.0775 Å was selected using a Ge(311) monochromator,

which avoids higher-order contamination of the monochromated beam via its crystal symme-

try. Powder samples were prepared by pulverizing single crystals. 2.4 grams of Ce2CoAl7Ge4

and 3.0 grams of Ce2NiAl7Ge4 were loaded in aluminium and copper cans, respectively. A

diffraction pattern was collected for 20 hours at 4.2 and 0.42 K for Ce2CoAl7Ge4 and at 2,

0.5 and 0.137 K for Ce2NiAl7Ge4. A Rietveld refinement of the crystal structure was carried

out using the program FullProf.18

The chemical composition of the Ce2MAl7Ge4 single crystals was analyzed using a scan-

ning electron microscope (SEM) with an energy dispersive X-ray spectrometer (EDS). The
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atomic percentages of the Ce2MAl7Ge4 compounds were determined to be: Ce, Co, Al,

Ge=14.22, 6.82, 49.93, 29.03; Ce, Ir, Al, Ge=14.46, 7.31, 47.93, 30.30; Ce, Ni, Al, Ge=14.60,

7.42, 48.13, 29.80; and Ce, Pd, Al, Ge=14.49, 7.30, 47.71, 30.00. These values are within

the expected uncertainty for the standardless measurements, fully consistent with the com-

position Ce:M:Al:Ge = 2:1:7:4, normalized to M, and with the site occupancies found in

refinement of the X-ray diffraction measurements in the P4̄21m space group (see Appendix).

The La-analogs were also characterized by chemical composition analysis with similar re-

sults. DC magnetization measurements between 0.4 K and 350 K in magnetic fields up to

H=70 kOe were performed in a Quantum Design Magnetic Property Measurement System

(MPMS). Electrical resistivity and specific heat capacity measurements of crystals were car-

ried out in a Quantum Design Physical Property Measurement System (PPMS) down to

0.4 K and in magnetic fields up to 90 kOe. The heat capacity of the La-compounds was

measured down to 2 K. Electrical contacts for resistivity measurements were made by spot

welding 25-µm diameter Pt wires onto the sample so that resistivity was measured with

current applied in the ab-plane. The electrical resistivity of Ce2CoAl7Ge4 and Ce2NiAl7Ge4

was measured in an external field of 200 and 500 Oe, respectively, to suppress the supercon-

ductivity due to traces of Al-Ge impurities.19
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III. RESULTS

A. Crystal Structure

FIG. 1. (Color online) (a) Crystal structure of Ce2MAl7Ge4, b) Atomic environment of Ce, c)

Atomic environment of M , d) Photo of a crystal of Ce2NiAl7Ge4 on a 2 mm × 2 mm grid, and e)

Rietveld refinement of the neutron powder pattern of Ce2CoAl7Ge4 measured above the magnetic

transition temperature at T=4.2 K. The Al peaks from the sample holder are excluded. The

asterisks (∗) indicate unknown impurity peaks.

Analysis of single crystal X-ray diffraction patterns revealed that the compounds Ce2MAl7Ge4

(M = Co, Ir, Ni, Pd) are isostructural and crystallize in a defect-variant of the Sm2NiGa12

structure-type20–22 with a noncentrosymmetric space group P4̄21m (#113). Any possible

missed symmetry in the structure of the Ce2MAl7Ge4 compounds was checked for using

the Platon software package23 along with CHECKCIF, both of which indicated possible

pseudosymmetry and a possible centrosymmetric space group of P4/nmm. However, the

reduction of symmetry to the noncentrosymmetric, but not polar, P4̄21m space group is in-

voked by the differences in the Ce-Al vs Ce-Ge bond distances, which approximates, but does
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TABLE I. Crystallographic data of Ce2MAl7Ge4 (M = Co, Ir, Ni, Pd) determined by single crystal

x-ray diffraction.

Crystal system Tetragonal

Space group P4̄21m

Temperature 296(2) K

Wavelength 0.71073 Å

Z formula units 2

2θmin 2.65o

2θmax 27.55o

Index ranges -7 6 h 6 7, -7 6 k 6 7, -19 6 l 6 20

Compound Ce2CoAl7Ge4 Ce2IrAl7Ge4 Ce2NiAl7Ge4 Ce2PdAl7Ge4

Formula weight 818.39 951.66 818.17 865.86

a (Å) 5.9158(3) 5.9786(4) 5.9343(3) 6.0070(4)

c (Å) 15.3635(19) 15.366(2) 15.2733(17) 15.2632(19)

Volume (Å3) 537.67(8) 549.25(9) 537.86(7) 550.76(9)

Density (calculated)(g/cm3) 5.055 5.754 5.052 5.221

µ (Mo Kα) (cm−1) 213.26 314.69 215.27 209.47

Goodness-of-fit on F2 1.127 1.128 1.245 1.211

R(F ) for F 2
o >

2σ(F 2
o )a 0.0171 0.0175 0.0186 0.0265

Rw(F 2
o )b 0.0422 0.0401 0.0459 0.0700

aR(F ) =
∑
|| Fo | − | Fc || /

∑
| F o | bRw(F 2

o ) = [
∑

[w(F 2
o − F 2

c )2]/
∑
wF 4

o ]1/2

not equal, an n-glide. Furthermore, the refinement in P4/nmm is considerably poorer than

in P4̄21m and also induces Al/Ge disorder that, upon refinement, leads to a formula incon-

sistent with the microprobe analysis described below. In addition, the thermal displacement

parameters are unreasonable and in some cases nearly non-positive definite in P4/nmm. All

indications are that P4̄21m is the correct space group. Crystallographic Information Files

(CIFs) are available from the Inorganic Crystal Structure Database (ICSD).24

The crystallographic data are presented in Table I and the fractional atomic coordinates

and equivalent displacement parameters for Ce2CoAl7Ge4 are given in Table II (the atomic



8

TABLE II. Atomic coordinates and equivalent displacement parameters (Å2) for Ce2CoAl7Ge4

determined by single crystal x-ray diffraction at room temperature. Ueq is defined as one third of

the trace of the orthogonalized Uij tensor.

Atom Wyck. Occ. x y z Ueq

Co(1) 2a 1 0 0 0 0.005(1)

Ce(1) 4d 1 0 0 -0.2564(1) 0.006(1)

Ge(1) 2c 1 0.5 0 -0.2008(1) 0.008(1)

Ge(2) 2c 1 0 0.5 -0.1892(1) 0.008(1)

Ge(3) 4e 1 0.2810(1) -0.2190(1) -0.4124(1) 0.011(1)

Al(1) 4e 1 -0.2920(3) -0.2080(3) -0.4279(1) 0.007(1)

Al(2) 2c 1 0 -0.5 -0.3531(2) 0.009(1)

Al(3) 4e 1 -0.2557(2) -0.2443(2) -0.0835(2) 0.008(1)

Al(4) 4e 1 -0.7436(2) -0.2436(2) -0.0841(2) 0.010(1)

coordinates of the M=Ni, Pd, and Ir compounds are listed in the Appendix in Tables VII-

IX). A unit cell of Ce2MAl7Ge4 consists of 4 Ce atoms, 2 M atoms, 14 Al atoms and 8

Ge atoms (two formula units per unit cell, Z=2). The crystallographically equivalent Ce

atoms occupy the 4d Wyckoff position. The M atoms are also crystallographically equivalent

residing in 2a Wyckoff position. There are three crystallographically inequivalent Ge sites

and four crystallographically inequivalent Al sites where Ge1, Ge2, Ge3 occupy the 2c, 2c

and 4e Wyckoff positions and Al1, Al2, Al3 and Al4 occupy the 4e, 2c, 4e and 4e Wyckoff

positions, respectively. The atomic environment of Ce and M atoms constructed with atoms

before the maximum gap25 are depicted in Figs. 1b and c. Each Ce atom is surrounded

by eight Al, six Ge, four Ce and one M atoms with a coordination number of 19. Each M

atom is surrounded by eight Al atoms in a nearly cubic environment. Thus, one may view

the crystal structure as consisting of a planar square net of Ce atoms separated by M-Al-Ge

and Al-Ge blocks alternating along the c-axis as shown in Fig. 1a. The Ce-Ge and Ce-Al

distances range from 3.1016(3) to 3.1640(6) Å and 3.3071(10) to 3.3816(19) Å, respectively.

The replacement of some Ge with Al within the local environment around Ce sites causes

a reduction in the site symmetry from 2/m in Sm2NiGa12 to simple twofold symmetry.
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However, the M sites are surrounded solely by Al in Ce2MAl7Ge4 and have an increase in

site symmetry to 4̄. Furthermore, though the Ge atoms are surrounded by both Al and Ce,

the local environment around Al is remarkably complex and consists of close contacts with

Ce, M, and Ge. The complexity of the local environment surrounding the Al centers also

significantly contributes to the reduction in both the site and translational symmetry. The

Al and Ge site symmetry is never greater than twofold in Ce2MAl7Ge4; whereas, two of the

Ge sites in Sm2NiGa12 reside on the 2/m positions.

A Rietveld refinement of the crystal structure of Ce2CoAl7Ge4 based on the neutron

powder pattern collected above the magnetic transition temperature at 4.2 K is depicted

in Fig. 1e. The Al-peaks from the sample holder can were excluded from the refinement

pattern. A similar refinement of the neutron powder pattern of Ce2NiAl7Ge4 collected at

2 K was also performed. A crystal structure with space group P4̄21m determined by single

crystal x-ray diffraction as described above was used in the refinement in each case. The

thermal parameters were held fixed to 0 assuming that the Debye Waller factor at the

measured temperatures is negligible. The results of the refinement are presented in Table

III. In each sample, a few small peaks were not successfully indexed (as marked by asterisks

in the Fig. 1e) and are attributed to a small amount of an unknown impurity phase.

TABLE III. Crystallographic parameters and agreement factors from a Rietveld refinement of the

neutron powder pattern of Ce2CoAl7Ge4 and Ce2NiAl7Ge4 in space group P4̄21m with atomic

coordinates given in Tables II and VIII, respectively.

Ce2CoAl7Ge4 Ce2NiAl7Ge4

T (K) 4.2 2.0

λ (Å) 2.0775 2.0775

a (Å) 5.9053(8) 5.9188(2)

c (Å) 15.3314(8) 15.2354(7)

Bragg R-factor 4.5 6.3

χ2 4.0 4.8
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B. Magnetic Properties
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FIG. 2. (Color online) Magnetic susceptibility χ of Ce2MAl7Ge4 (M=Co, Ni, Ir, Pd) measured in

an external magnetic field of H = 1.1 kOe applied parallel and perpendicular to the crystallographic

c-axis.

The magnetic susceptibility χ ≡M/H for H = 1.1 kOe applied parallel and perpendicular

to the crystallographic c-axis of Ce2MAl7Ge4 (M=Co, Ni, Ir, Pd) is displayed in Figs. 2a-d.

For all of the compounds, below 5 K, χ measured perpendicular to the c-axis is greater

than that measured parallel to the c-axis, indicating easy plane magnetic moments. The

high temperature susceptibility shows Curie-Weiss behavior in all four compounds. A Curie-

Weiss fit to the data of the form χ = C/(T − θCW ), where C = NAµ
2
eff/3kB is the Curie

constant, NA is Avogadro’s number and kB is the Boltzmann constant, shown in Figs. 3a-d,

yields the effective moment µeff and Curie-Weiss temperature θCW , which are presented
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in Table IV. The polycrystalline average effective moment for Ce2CoAl7Ge4, Ce2IrAl7Ge4,

Ce2NiAl7Ge4 and Ce2PdAl7Ge4 is 2.42, 2.42, 2.43, and 2.55 µB/Ce, consistent with Ce

being in a Ce3+ state for which the expected moment is 2.54 µB. Moreover, these effective

moments indicate that the transition metal M ions are nonmagnetic in Ce2MAl7Ge4 (M=Co,

Ni, Ir, Pd). In all of the compounds, the Curie-Weiss temperatures are negative, indicating

overall antiferromagnetic (and/or Kondo) interactions. Ce2CoAl7Ge4, Ce2NiAl7Ge4, and

Ce2IrAl7Ge4 show a tendency towards saturation below 2 K, indicating that these compounds

order magnetically. Given the large value of χ (> 2 emu/mol-Ce) at 0.45 K in the ordered

state for the M=Ni and Ir compounds, these materials likely order in a ferromagnetic-like

state. For Ce2CoAl7Ge4 and Ce2PdAl7Ge4, χT vs T decreases with decreasing temperature

down to 0.45 K (not shown), suggesting the presence of antiferromagnetic correlations.
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FIG. 3. (Color online) Inverse magnetic susceptibility χ−1(T) of Ce2MAl7Ge4 (M=Co, Ni, Ir, Pd)

measured in an external magnetic field of H = 1.1 kOe applied parallel and perpendicular to the

crystallographic c-axis. The solid line is a Curie-Weiss fit to the data.
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TABLE IV. Effective magnetic moment µeff and Curie-Weiss temperature θCW of Ce2MAl7Ge4

compounds obtained from a Curie-Weiss fit to the high temperature inverse susceptibility χ−1.

Compound Ce2CoAl7Ge4 Ce2IrAl7Ge4 Ce2NiAl7Ge4 Ce2PdAl7Ge4

µeff (H ‖ c-axis) (µB) 2.41† 2.41 2.50 2.54

µeff (H ⊥ c-axis) (µB) 2.42 2.42 2.39 2.56

µeff (poly. avg.) (µB) 2.42 2.42 2.43 2.55

θCW H ‖ c-axis (K) 3† -3 -38 -34

θCW H ⊥ c-axis (K) -37 -30 -11 -43

θCW (poly. avg.) (K) -17 -21 -20 -40

† A modified Curie-Weiss law of the form χ = χ0 + C/(T − θCW ) was used to determine these values.
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C e 2 I r A l 7 G e 4 ,  T  =  0 . 4 5  K  

H  ⊥ c  a x i s

FIG. 4. (Color online) M vs. H of Ce2CoAl7Ge4, Ce2IrAl7Ge4 and Ce2NiAl7Ge4, measured in the

magnetically ordered state at the temperatures specified.

The M vs. H in the magnetically ordered state of Ce2CoAl7Ge4, Ce2NiAl7Ge4, and

Ce2IrAl7Ge4 is shown in Fig. 4. M(H) for Ce2CoAl7Ge4 is linear up to 20 kOe and then

bends over at higher fields, although it does not completely saturate up to 70 kOe. In
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Ce2NiAl7Ge4 and Ce2IrAl7Ge4, M(H) exhibits a small hysteresis (∼150 Oe for M=Ni and

∼400 Oe for M=Ir), characteristic of a soft ferromagnet. A ferromagnetic-like state is consis-

tent with a large value of χ(T) below 5 K for M=Ni, Ir, and is nearly an order of magnitude

larger than that of Ce2CoAl7Ge4 and Ce2PdAl7Ge4. Furthermore, a plot of χT vs T (not

shown) increases rapidly with decreasing temperature just above the ordering temperature,

indicating the presence of ferromagnetic correlations in Ce2MAl7Ge4 (M=Ni, Ir). At higher

fields, the hysteresis is negligible in Ce2IrAl7Ge4, and there are plateaus at 8, 16 and 24

kOe and a slope change at 50 kOe. The magnetic properties of Ce2MAl7Ge4 (M=Co, Ni,

Ir) in magnetic field do not show typical behavior expected for a simple ferromagnet or an-

tiferromagnet, suggesting these materials exhibit some form of complex magnetic ordering

below 2 K, perhaps in an incommensurate magnetic state. This is consistent neutron powder

diffraction measurements well below TM of Ce2CoAl7Ge4 and Ce2NiAl7Ge4, which found no

evidence for additional peaks or extra intensity corresponding to magnetic ordering, within

the instrument resolution. The magnetic moment per Ce in Ce2CoAl7Ge4, Ce2IrAl7Ge4 and

Ce2NiAl7Ge4 at the highest field measured of 70 kOe (Fig. 4) is 0.55, 1.2, and 0.9 µB,

respectively. These values are much smaller than the free Ce3+ ion moment, given by gJJ

= 2.14 µB. A reduction of the ordered moment in rare earth systems may be due to crystal

field effects and/or Kondo screening. Ce2PdAl7Ge4 does not show any sign of magnetic

ordering down to the lowest temperature measured (0.46 K).

C. Specific Heat

The specific heat, plotted as C/T , for the Ce2MAl7Ge4 compounds is shown in Figs.

5(a,c,e,g). The 4f contribution to the heat capacity, plotted in Figs. 5(b,d,f,h) as C4f/T

is obtained by subtracting C/T of La-counterparts La2MAl7Ge4 from that of Ce2MAl7Ge4.

The 4f contribution to the entropy (S4f ) obtained by integrating C4f/T with respect to T ,

also is shown in Figs. 5(b,d,f,h). The contribution of La2NiAl7Ge4 was used to determine

C4f/T and S4f of Ce2CoAl7Ge4 because crystals of La2CoAl7Ge4 were not grown. The La-

compounds show a behavior typical of a simple metal. The electronic contribution to the

specific heat γ, obtained from a linear fit to C/T vs. T 2 below 5.5 K of the form C/T =

γ + βT 2 [insets in Fig. 5(c,e,g)], are 10.8, 12.1 and 16.1 (mJ/mol-f.u.-K2) for La2IrAl7Ge4,

La2NiAl7Ge4 and La2PdAl7Ge4, respectively.
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FIG. 5. (Color online) Specific heat divided by temperature C/T as a function of temperature of

a) Ce2CoAl7Ge4, c) Ce2IrAl7Ge4, e) Ce2NiAl7Ge4, g) Ce2PdAl7Ge4. On the scale of these plots,

C/T of the corresponding non-magnetic, isostructural La2MAl7Ge4 analogs is negligibly small.

The insets show the low temperature fit of the heat capacity of the La-analogs. The right panels

show the 4f contribution to the specific heat C4f/T (left axis) and temperature evolution of the 4f

contribution to the entropy S4f (right axis) of b) Ce2CoAl7Ge4, d) Ce2IrAl7Ge4, f) Ce2NiAl7Ge4,

h) Ce2PdAl7Ge4. The dotted lines are an extrapolation of C4f/T to T = 0 and are used to estimate

the entropy below 0.4 K.
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The respective phonon specific heat coefficient β is 0.53, 0.51 and 0.40 (mJ/mol-f.u.-K4).

The Debye temperature estimated from β using the relation θD = 3
√

12π4rR/5β (r is number

of atoms in the formula unit) for La2IrAl7Ge4, La2NiAl7Ge4 and La2PdAl7Ge4 is 372, 412

and 367 K, respectively. A peak is observed in C/T signaling the onset of magnetic order

at TM= 1.5, 2.0, and 0.8 K in Ce2CoAl7Ge4, Ce2IrAl7Ge4, and Ce2NiAl7Ge4, respectively.

No peak is observed in Ce2PdAl7Ge4 down to 0.4 K. Instead C/T increases with decreasing

temperature down to 0.4 K where it reaches a value of γ = 1.0 J/mol-Ce-K2.

The entropy at the magnetic transition S4f (TM) (per Ce) of Ce2CoAl7Ge4, Ce2IrAl7Ge4,

and Ce2NiAl7Ge4 is 0.27, 0.23 and 0.22 of Rln2, but the entropy of the CEF doublet ground

state is recovered by ∼ 10 K in the Ce2MAl7Ge4 compounds [Fig. 5(b,d,f,h)]. Such a strong

reduction of S4f at TM is expected when Kondo screening of the Ce moments occurs. A sim-

ple model relates the reduction of the specific heat jump at the magnetic transition ∆C(TM)

to the ratio of Kondo and ordering temperatures TK/Tmag.
26 From a linear extrapolation of

C/T from 10 K to TM [Fig. 5(b,d,f,h)], the obtained peak heights ∆C ∼ 1.0, 1.6, and 1.0

J/mol-Ce-K for Ce2MAl7Ge4, M=Co, Ir, Ni, respectively, are significantly reduced from the

expected ∆C = 12.48 J/mol-Ce-K for a J = 1/2 two-level magnetic system.26 From these

values of ∆C, we estimate that TK/Tmag ∼ 5, 3, 5 for M=Co, Ir, Ni, respectively, yielding

TK ∼ 5, 8, and 5 K. These values of TK are in accord with the fact that the 4f entropy

reaches (1/2)Rln2 around 5 K in Ce2MAl7Ge4, as expected from the calculations of Rajan.27

Because C4f/T increases over a broad temperature range as the magnetic transition is ap-

proached in the paramagnetic state, it is not possible to estimate accurately the electronic

contribution to the specific heat (γ). Crudely, however, γ ∼ Rln2/TK , which implies that

these are heavy fermion systems with a Kondo temperature TK ∼ 5 K.

D. Electrical Resistivity

Figure 6 shows the electrical resistivity of the Ce2MAl7Ge4 compounds measured with cur-

rent applied in the ab-plane. In all four compounds, the electrical resistivity is weakly tem-

perature dependent above 150 K. With decreasing temperature in Ce2CoAl7Ge4, Ce2IrAl7Ge4

and Ce2PdAl7Ge4, a broad “knee” appears in ρ(T ) around 100-150 K. Below 100 K, ρ(T ) of

Ce2PdAl7Ge4 passes through a distinct minimum at 45 K and a peak at 7 K, below which

it drops sharply. Ce2CoAl7Ge4 also shows a shallow minimum at 30 K and a peak at 10
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FIG. 6. (Color online) Electrical resistivity as a function of temperature ρ(T ) with current applied

in the ab-plane of a) Ce2CoAl7Ge4 , b) Ce2IrAl7Ge4, c) Ce2NiAl7Ge4, and d) Ce2PdAl7Ge4. The

insets in (a - c) show the data between 0.4 and 4 K near the magnetic transition, along with the

temperature derivative of the resistivity dρ/dT . The inset in (d) shows the electrical resistivity

of Ce2PdAl7Ge4 between 0.4 and 10 K. The resistivity of Ce2CoAl7Ge4 and Ce2NiAl7Ge4 was

measured in a small external magnetic field of 200 Oe and 500 Oe, respectively.

K. In Ce2IrAl7Ge4, the resistivity drops sharply below 20 K. Ce2NiAl7Ge4 shows a shallow

resistivity minimum at relatively higher temperature (200 K), below which resistivity grad-

ually increases making a peak at 4 K with a sharp drop below it. The three Ce2CoAl7Ge4,

Ce2IrAl7Ge4, and Ce2NiAl7Ge4 materials show a kink at the ordering temperature at TM

= 1.8, 1.8, and 0.8 K, respectively (inset of Figs. 6a,b,c), in reasonable agreement with

specific heat and magnetic susceptibility measurements. This feature is also reflected in the

temperature derivative of resistivity dρ/dT as a peak (inset of Figs. 6a,b,c). No such feature
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FIG. 7. (Color online) Transverse magnetoresistance MR of Ce2MAl7Ge4 with the current and the

external magnetic field applied within the ab-plane measured at the temperature specified.

is observed in Ce2PdAl7Ge4 as expected from the susceptibility and heat capacity data.

The magnetoresistance (MR) defined as [(ρH − ρ0)/ρ0] × 100% is depicted in Fig. 7 as

a function of external magnetic field for the Ce2MAl7Ge4 compounds measured with both

the magnetic field and current applied in the ab-plane in a transverse geometry. The MR of

Ce2CoAl7Ge4 at T=0.6 K first increases with increasing magnetic field and shows a small

jump at 2 kOe, goes through a maximum at 8.5 kOe and then decreases with increasing H.

It becomes negative at 28 kOe and saturates above 60 kOe. These features observed in MR

correspond to features observed in M vs. H measurements (Fig. 4). Although not clear in

M vs. H, dM/dH vs. H (not shown) shows a decrease at 2 and 15 kOe. This MR behavior

indicates that Ce2CoAl7Ge4 does not have a metamagnetic transition up to 87 kOe. The MR

of Ce2IrAl7Ge4 at 0.4 K is more dramatic with features at 7, 19, 36, and 50 kOe that closely

follow those observed in M vs. H (Fig. 4). At high fields, the MR is negative and saturates

at -5% at 90 kOe. In Ce2NiAl7Ge4, the magnetoresistance at 0.45 K decreases monotonically

with increasing field up to 90 kOe where it reaches a very large negative value of 43 %. This

behavior suggests that there are significant magnetic fluctuations in Ce2NiAl7Ge4 at 0.45 K

that are suppressed with a magnetic field, resulting in a large negative magnetoresistance.

In contrast, the MR of Ce2PdAl7Ge4 measured at 0.4 K increases with increasing H up to

70 kOe, then decreases slightly to 12.3% at 90 kOe.
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E. Crystalline Electric Field Analysis of Ce2PdAl7Ge4
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FIG. 8. (Color online) (a) Fits of a CEF model to the a) heat capacity, b) magnetic susceptibility

and c) magnetization data of Ce2PdAl7Ge4. Inset in (b) shows χ vs. T below 25 K.

To better understand the interesting properties of Ce2PdAl7Ge4 as well as to shed light on

its crystal field scheme, we have analyzed the data presented in Fig. 8 using model including

interactions between nearest-neighbors as well as the orthorhombic CEF hamiltonian:

H = JAFM
∑
<i,l>

ji · jl +B0
2O

0
2 +B2

2O
2
2 +B0

4O
0
4 +B2

4O
2
4 +B4

4O
4
4, (1)

where JAFM > 0 represents an AFM interaction between nearest neighbor local spins ji,

Bn
i are the CEF parameters, and On

i are the Stevens equivalent operators obtained from

the angular momentum operators.28,29 The first term in the Hamiltonian in Eq. 1 may be

simplified to zJj· < j > via a mean field approximation (ji · jl ∼ j· < j >), where z is

the number of nearest neighbors. Although H may be solved by this approach, the best

fits to the data are achieved when a second antiferromagnetic exchange interaction J ′AFM

is included, which agrees with the results from the Curie-Weiss fits at high temperatures.

This model was then used to simultaneously fit χ(T ) in the whole temperature range, M(H)

at 2.5 K and C/T with T > 16 K as a constraint, yielding the CEF parameters as well as

the antiferromagnetic RKKY exchange parameters displayed in Table V. When B0
2 > 0, the

Stevens operator O0
2,i = 3Ĵ2

z,i − J(J + 1) favors in-plane alignment of spins (i.e., Ĵz = 0),

which is consistent with the magnetic susceptibility data (χab > χc). In fact, there is good
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TABLE V. Extracted crystal field parameters (in Kelvin) for Ce2PdAl7Ge4. Here, zAFM is the

number of nearest neighbors with AFM coupling.

B0
2 B2

2 B0
4 B4

2 B4
4 zAFMJAFM z′AFMJ

′
AFM

Ce2PdAl7Ge4 1.79 -0.53 0.24 0.016 2.49 0.87 0.52

agreement between the fits and the experimental χ(T) data (Fig. 8b). The M(H) data at

2.5 K, however, cannot be exactly reproduced, as shown in Fig. 8c, although the anisotropy

and the shape of the magnetization fits are reasonable. The observed discrepancy likely

arises from the fact that the model is an approximation that takes into account only single

ion CEF effects and mean field interactions, which mimic RKKY interactions, and does not

include any additional effects from the Kondo interactions and/or quantum fluctuations.

Thus, although there is good agreement at high temperatures, the CEF model should not

be expected to account for the low temperature properties of Ce2PdAl7Ge4 discussed below.

The extracted parameters resulted in the CEF level scheme shown in Fig. 8a for

Ce2PdAl7Ge4 and is summarized in Table VI. The ground state doublet is separated from

the first excited state and the second excited state by 100 K and 156 K, respectively. We

note that the obtained CEF scheme can reproduce the main features of the data shown in

Fig. 8, i.e., the Schottky anomaly and the magnetic anisotropy. A broad feature in the elec-

trical resistivity at ∼ 125 K is also consistent with scattering associated with depopulation

of the excited CEF levels. If this is the case, then a similar CEF scheme might be expected

for Ce2CoAl7Ge4 and Ce2IrAl7Ge4 (although it is less clear in Ce2NiAl7Ge4). In addition,

the exchange interactions are small (< 1 K) and suggest the presence of antiferromagnetic

interactions at low temperature. Nevertheless, it is important to emphasize that the CEF

parameters obtained from fits to macroscopic measurements may not be unique and/or ex-

tremely precise. An accurate determination of the CEF scheme and its parameters requires a

direct measurement by, for example, inelastic neutron scattering,30 or the mixing parameters

of the ground state wavefunction may be obtained from X-ray absorption studies.31

IV. DISCUSSION

Among the four compounds studied Ce2CoAl7Ge4, Ce2NiAl7Ge4, Ce2IrAl7Ge4, and

Ce2PdAl7Ge4, the first three show clear magnetic ordering below 2 K in susceptibility,
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TABLE VI. Energy levels and wave functions of the CEF scheme obtained from the thermodynamic

properties of Ce2PdAl7Ge4.

Energy levels and wave functions

E(K) | − 5/2〉 | − 3/2〉 | − 1/2〉 |+ 1/2〉 |+ 3/2〉 |+ 5/2〉

156 -0.87 -0.015 0.041 0.0012 -0.495 -0.025

156 -0.025 0.495 0.0012 -0.041 0.015 0.87

100 -0.006 0.006 -0.13 0.99 0.0 0.04

100 0.04 0.0 0.99 0.13 0.006 0.006

0 -0.089 0.85 0.003 0.016 0.16 -0.49

0 -0.49 -0.16 0.016 -0.003 0.85 0.089

resistivity and heat capacity measurements. The magnetic structure of these compounds

appears to be complex, as suggested by the lack of any additional signal of magnetic order

in powder neutron diffraction below TM in the M=Co, and Ni compounds and the multiple

features in the M(H) curve in the ordered state of the M=Ir compound. The apparent

ferromagnetic-like and antiferromagnetic ordered states in Ce2MAl7Ge4 (M=Co, Ni, Ir)

suggest a finely tuned balance of competing magnetic exchange interactions. It is possible

that these compounds have an incommensurate magnetic structure, or that the ordered

moment is too small to be detected within the resolution of the neutron powder diffraction

experiment. The low ordering temperatures, the reduced specific heat jumps at TM , and

the small amount of entropy released below TM (∼ 25% of Rln2) uniformly point to the

Ce2MAl7Ge4 compounds being close to a magnetic/nonmagnetic boundary in the Doniach

diagram. Ce2PdAl7Ge4 may be very close to this boundary as it does not show any sign of

magnetic ordering down to 0.4 K. Instead, it exhibits non-Fermi liquid behavior as shown in

Fig. 9. C4f (T )/T follows a ∼ −ln(T ) temperature dependence between 0.4 K and 18 K (Fig.

9a). Upon application of an in-plane magnetic field of 10 kOe, the logarithmic behavior

deviates below 0.8 K (inset of Fig. 9a). In addition, the resistivity is linear in temperature

ρ ∼ T between 0.4 K and 1.8 K (Fig. 9b). In magnetic field, the low temperature resistivity

deviates from T -linear behavior. At 10 kOe, fits of ρ(T ) = ρ0 + AT n to the data between
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FIG. 9. (Color online) (a) C4f/T vs T of Ce2PdAl7Ge4 on a semi-log plot. The inset shows C4f/T

measured in H =0 and 10 kOe, applied parallel to the ab-plane. (b) log-log plot of 4ρ vs T of

Ce2PdAl7Ge4 between 0.4 and 3 K for H = 0 (main panel), 10 kOe (left inset) and 50 kOe (right

inset). 4ρ = ρ - ρ0, ρ0 is the extrapolated ρ at T = 0. The solid lines are the power law (4ρ

= ATn) fits to the data. The magnetic field was applied parallel to the ab-plane. (c) χ vs T of

Ce2PdAl7Ge4 on a semi-log plot. In the main panels, the solid line is a linear fit to the data.

0.4 < T < 1.8 yield n = 1.4 (left inset in Fig. 9b) and exhibits Fermi liquid T 2 behavior

at 50 kOe below 2.4 K (right inset in Fig. 9b). Fig. 9c shows the magnetic susceptibility

of Ce2PdAl7Ge4 on a semi-long plot. Between 0.4 K and 1 K, χ(T ) ∼ −ln(T ). All these

properties suggest that in the normal state Ce2PdAl7Ge4 shows NFL behavior at the lowest

temperature measured (0.4 K), with the application of a magnetic field driving the system

towards a Fermi liquid state. It will be interesting to see if Ce2PdAl7Ge4 is right at the

quantum critical point with non-Fermi liquid properties extending to temperatures below

0.4 K, or whether it is just away from the QCP and either orders magnetically or is a Fermi

liquid at very low temperatures. These lower temperature measurements may also allow

a better understanding of the nature of the quantum fluctuations and which theoretical

models4,32–34 might be appropriate for describing this system. Pressure measurements on

the other magnetically ordered Ce2MAl7Ge4 compounds, in which pressure is expected to

tune the system towards the magnetic/nonmagnetic boundary, would also be worthwhile.



22

V. SUMMARY

Single crystals of the compounds Ce2MAl7Ge4 (M = Co, Ir, Ni, Pd) were synthesized

and their physical properties were determined by means of x-ray and neutron diffraction,

magnetic susceptibility, specific heat, and electrical resistivity measurements. These com-

pounds crystallize in a noncentrosymmetric tetragonal space group P4̄21m. Ce2CoAl7Ge4,

Ce2NiAl7Ge4, and Ce2IrAl7Ge4 order magnetically below 2 K. Ce2PdAl7Ge4 does not show

magnetic ordering down to 0.4 K. An analysis of heat capacity data suggests that these

materials are heavy fermion compounds with a Kondo scale of order TK ∼ 5 − 8 K that is

comparable to the ordering temperatures, placing them close to a magnetic/nonmagnetic

boundary. Ce2PdAl7Ge4 shows NFL behavior and appears to be at, or close to, a quantum

critical point.
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Appendix: Atomic coordinates and equivalent displacement parameters of

Ce2MAl7Ge4

TABLE VII. Atomic coordinates and equivalent displacement parameters (Å2) for Ce2IrAl7Ge4

determined by single crystal x-ray diffraction at room temperature. Ueq is defined as one third of

the trace of the orthogonalized Uij tensor.

Atom Wyck. Occ. x y z Ueq

Ir(1) 2a 1 0 0 0 0.005(1)

Ce(1) 4d 1 0 0 -0.2584(1) 0.007(1)

Ge(1) 2c 1 0.5 0 -0.2026(1) 0.008(1)

Ge(2) 2c 1 0 0.5 -0.1917(1) 0.007(1)

Ge(3) 4e 1 0.2806(1) -0.2194(1) -0.4132(1) 0.011(1)

Al(1) 4e 1 -0.2946(3) -0.2054(3) -0.4277(2) 0.007(1)

Al(2) 2c 1 0 -0.5 -0.3555(2) 0.010(1)

Al(3) 4e 1 -0.2559(2) -0.2441(2) -0.0867(3) 0.008(1)

Al(4) 4e 1 -0.7439(2) -0.2439(2) -0.0872(3) 0.007(1)
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TABLE VIII. Atomic coordinates and equivalent displacement parameters (Å2) for Ce2NiAl7Ge4

determined by single crystal x-ray diffraction at room temperature. Ueq is defined as one third of

the trace of the orthogonalized Uij tensor.

Atom Wyck. Occ. x y z Ueq

Ni(1) 2a 1 0 0 0 0.005(1)

Ce(1) 4d 1 0 0 -0.2588(1) 0.006(1)

Ge(1) 2c 1 0.5 0 -0.1996(1) 0.007(1)

Ge(2) 2c 1 0 0.5 -0.1884(1) 0.006(1)

Ge(3) 4e 1 0.2798(1) -0.2202(1) -0.4130(1) 0.009(1)

Al(1) 4e 1 -0.2936(2) -0.2064(2) -0.4273(1) 0.007(1)

Al(2) 2c 1 0 -0.5 -0.3544(1) 0.010(1)

Al(3) 4e 1 -0.2557(2) -0.2443(2) -0.0851(2) 0.007(1)

Al(4) 4e 1 -0.7436(2) -0.2436(2) -0.0852(2) 0.008(1)

TABLE IX. Atomic coordinates and equivalent displacement parameters (Å2) for Ce2PdAl7Ge4

determined by single crystal x-ray diffraction at room temperature. Ueq is defined as one third of

the trace of the orthogonalized Uij tensor.

Atom Wyck. Occ. x y z Ueq

Pd(1) 2a 1 0 0 0 0.004(1)

Ce(1) 4d 1 0 0 -0.2611(1) 0.005(1)

Ge(1) 2c 1 0.5 0 -0.2031(1) 0.007(1)

Ge(2) 2c 1 0 0.5 -0.1906(1) 0.008(1)

Ge(3) 4e 1 0.2796(1) -0.2204(1) -0.4139(1) 0.009(1)

Al(1) 4e 1 -0.2974(3) -0.2026(3) -0.4269(1) 0.005(1)

Al(2) 2c 1 0 -0.5 -0.3572(2) 0.007(1)

Al(3) 4e 1 -0.2562(2) -0.2438(2) -0.0890(3) 0.007(1)

Al(4) 4e 1 -0.7430(2) -0.2430(2) -0.0895(4) 0.008(1)
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